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Session 4.3  Feedstock for DED – Quiz 


Q1 Please give 3 examples of defects in DED





Q2 why does cracking occur in DED ?





Q3 What are the 3 main forms of part inspection 





Q4 What does NDT stand for ?





Q5 Why is AM more challenging for inspection 





Q6 Traditional NDT methods 

a)What does IUT stand for ?


b)What does PAUT stand for ?



Q7 New NDT methods 

a) What does ECAT stand for ?


b) What does XCT stand for 


Q8. What is the advantage of in-process compared to post process inspection ?

Q9 Traditional methods (NDT methods that are widely used in industry include)
• Visual testing (VT);
• Leak testing (LT);
• Penetrant testing (PT);
• Eddy current testing (ET); 
• Magnetic particle testing (MT);
• Digital imaging (DI);
• Manual ultra sound testing (MUT);
• Immersion ultrasonic testing (IUT);
• Phased array ultrasound testing (PAUT);
• Film radiographic testing (FR);
• Digital radiographic testing (DR);
• Computed Radiography (CR);
• Acoustic emission (AE). 


